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BROHM MINING CORPORATION 

MR. ROD J. MACLEOD 

P.0. BOX 485 

DEADtJOOD, SD 57732

Bondar-Clegg & Company Ltd.

130 Pemberton Avenue, North Vancouver. B.C., V7P 2R5, Canada

Tel: (604) 985-0681, Fax: (604) 985-1071
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Bondar Clegg

Inchcape Testing Services

Certificate
of
Analysis

REPORT: V97-00485.4 < COMPLETE )

CLIENT: BROHM MINING CORPORATION 

PROJECT: NONE GIVEN

ORDER ELEMENT

1 AuGrav Gold (Grav.)

REFERENCE:

SUBMITTED BY: UNKNOWN 

DATE PRINTED: 24-MAR-97

NUMBER OF LOWER

ANALYSES DETECTION LIMIT EXTRACTION

102 0.005 OPT FIRE ASSAY

METHOD

FIRE ASSAY

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

P PREPARED PULP 102 4 AS RECEIVED 102 HOMOGENIZING 102

AS RECEIVED 102

REPORT COPIES TO: MR. ROD J. MACLEOD INVOICE TO: MR. ROD J. MACLEOD

Bondar-Clegg & Company Ltd.

130 Pemberton Avenue, North Vancouver, B.C., V7P 2R5, Canada

Tel: (604) 985-0681, Fax: (604) 985-1071 Registered Assayer, Province of British Columbia



Bondar Clegg

Inchcape Testing Services

Certificate
of
Analysis

CLIENT: BROHM MINING CORPORATION PROJECT: NONE GIVEN

REPORT: V97-00485.4 ( COMPLETE ) DATE PRINTED: 24-MAR-97 PAGE 1

SAMPLE ELEMENT AuGrav SAMPLE ELEMENT AuGrav

NUMBER UNITS OPT NUMBER UNITS OPT

P4 R97-995 0-5 <0,.005 P4 R97-995 200-205 <0,.005

P4 R97-995 5-10 <0..005 P4 R97-995 205-210 <0,.005

P4 R97-995 10-15 <0,.005 P4 R97-995 210-215 <0..005

P4 R97-995 15-20 <0,.005 P4 R97-995 215-220 <0..005

P4 R97-995 20-25 <0,.005 P4 R97-995 220-225 <0..005

P4 R97-995 25-30 <0..005 P4 R97-995 225-230 <0..005

P4 R97-995 30-35 <0..005 P4 R97-995 230-235 <0,.005

P4 R97-995 35-40 0..008 P4 R97-995 235-240 <0..005

P4 R97-995 40-45 <0..005 P4 R97-995 240-245 <0..005

P4 R97-995 45-50 <0..005 P4 R97-995 245-250 <0..005

P4 R97-995 50-55 <0..005 P4 R97-995 250-255 <0..005

P4 R97-995 55-60 <0,.005 P4 R97-995 255-260 <0..005

P4 R97-995 60-65 <0..005 P4 R97-995 260-265 <0..005

P4 R97-995 65-70 0..007 P4 R97-995 265-270 <0..005

P4 R97-995 70-75 <0..005 P4 R97-995 270-275 <0..005

P4 R97-995 75-80 <0..005 P4 R97-995 275-280 <0..005

P4 R97-995 80-85 0,,018 P4 R97-995 280-285 <0..005

P4 R97-995 85-90 <0..005 P4 R97-995 285-290 <0..005

P4 R97-995 90-95 <0..005 P4 R97-995 290-295 <0..005

P4 R97-995 95-100 <0..005 P4 R97-995 295-300 <0..005

P4 R97-995 100-105 <0..005 P4 R97-995 300-305 <0..005

P4 R97-995 105-110 <0,.005 P4 R97-995 305-310 <0..005

P4 R97-995 110-115 0..047 P4 R97-995 310-315 <0..005

P4 R97-995 115-120 0..007 P4 R97-995 315-320 <0..005

P4 R97-995 120-125 <0..005 P4 R97-995 320-325 <0..005

P4 R97-995 125-130 <0..005 P4 R97-995 325-330 <0..005

•>*
C
L R97-995 130-135 <0..005 P4 R97-995 330-335 0..009

P4 R97-995 135-140 <0..005 P4 R97-995 335-340 0..007

P4 R97-995 140-145 <0..005 P4 R97-995 340-345 0..019

P4 R97-995 145-150 <0,.005 P4 R97-995 345-350 <0..005

P4 R97-995 150-155 <0..005 P4 R97-995 350-355 <0..005

P4 R97-995 155-160 <0..005 P4 R97-995 355-360 <0..005

P4 R97-995 160-165 0..013 P4 R97-995 360-365 <0..005

P4 R97-995 165-170 0..017 P4 R97-995 365-370 <0..005

P4 R97-995 170-175 <0..005 P4 R97-995 370-375 <0..005

P4 R97-995 175-180 <0..005 P4 R97-995 375-380 <0..005

P4 R97-995 180-185 <0..005 P4 R97-995 380-385 <0..005

P4 R97-995 185-190 <0..005 P4 R97-995 385-390 <0..005

P4 R97-995 190-195 <0..005 P4 R97-995 390-395 <0..005

P4 R97-995 195-200 <0,.005 P4 R97-995 395-400 <0..005

Bondar-Clegg & Company Ltd.

130 Pemberton Avenue, North Vancouver, B.C., V7P 2R5, Canada

Tel: (604) 985-0681, Fax: (604) 985-1071



Bondar Clegg

Inchcape Testing Services

Certificate
of
Analysis

CLIENT: BROHM MINING CORPORATION PROJECT: NONE GIVEN

REPORT: V97-00485.4 ( COMPLETE ) DATE PRINTED: 24-MAR-97 PAGE 2

SAMPLE ELEMENT AuGrav

NUMBER UNITS OPT

P4 R97-■995 400--405 <0..005

P4 R97-■995 405-■410 <0..005

P4 R97- 995 410-■415 <0..005

P4 R97-•995 415 -420 <0..005

P4 R97-■995 420-■425 <0..005

P4 R97- 995 425-■430 <0,.005

P4 R97-■995 430-■435 <0..005

P4 R97-■995 435-■440 <0..005

P4 R97-•995 440-■445 <0,.005

P4 R97-■995 445-■450 <0,.005

P4 R97-■995 450-■455 <0..005

P4 R97- 995 455 ■460 <0,.005

P4 R97- 995 460 ■465 0..035

P4 R97-■995 465-•470 0..021

P4 R97- 995 470-■475 <0..005

P4 R97- 995 475-■480 <0,.005

P4 R97- 995 480-■485 <0,.005

P4 R97- 995 485-■490 <0..005

P4 R97- 995 490-■495 <0..005

P4 R97- 995 495-■500 <0..005

P4 R97- 995 500-•505 <0..005

P4 R97- 995 505-•510 <0..005

SAMPLE ELEMENT AuGrav

NUMBER UNITS OPT

Bondar-Clegg & Company Ltd.

130 Pemberton Avenue, North Vancouver, B.C., V7P 2R5, Canada

Tel: (604) 985-0681, Fax: (604) 985-1071
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CLIENT: BROHM MINING CORPORATION 

REPORT: V97-00485.4 ( COMPLETE )

€r, Bondar Clegg

Inchcape Testing Services

STANDARD ELEMENT AuGrav

NAME UNITS OPT

ANALYTICAL BLANK <0.005

Number of Analyses 1

Mean Value 0.0025

Standard Deviation 

Accepted Value <0.001

BCC GOLD STD 90-1 0.205

Number of Analyses 1

Mean Value 0.2050

Standard Deviation 

Accepted Value 0.184

Gannet Standard 0.033

Number of Analyses 1

Mean Value 0.0330

Standard Deviation 

Accepted Value 0.031

Gannet Standard 0.047

Number of Analyses 1

Mean Value 0.0470

Standard Deviation 

Accepted Value 0.046

Gannet Standard 0.072

Number of Analyses 1

Mean Value 0.0720

Standard Deviation 

Accepted Value 0.073

Certificate
of
Analysis

PROJECT: NONE GIVEN

DATE PRINTED: 24-MAR-97 PAGE 3

STANDARD ELEMENT AuGrav

NAME UNITS OPT



CLIENT: BROHM MINING CORPORATION 

REPORT: V97-00485.4 ( COMPLETE )

Bondar Clegg

Inchcape Testing Services

SAMPLE ELEMENT AuGrav

NUMBER UNITS OPT

R97-995 25-30 <0.005

Duplicate <0.005

R97-995 85-90 <0.005

Duplicate <0.005

R97-995 140-145 <0.005

Duplicate <0.005

R97-995 200-205 <0.005

Duplicate <0.005

R97-995 255-260 <0.005

Duplicate <0.005

SAMPLE ELEMENT AuGrav

NUMBER UNITS OPT

Certificate
of
Analysis

PROJECT: NONE GIVEN

DATE PRINTED: 24-MAR-97 PAGE 4

R97-995 315-320 <0.005

Duplicate <0.005

R97-995 370-375 <0.005

Duplicate <0.005

R97-995 430-435 <0.005

Duplicate <0.005

R97-995 485-490 <0.005

Duplicate <0.005

Bondar-Clegg & Company Ltd.

130 Pemberton Avenue, North Vancouver, B.C., V7P 2R5, Canada

Tel: (604) 985-0681, Fax: (604) 985-1071



Bondar Clegg

Inchcape Testing Services

BROHM MINING CORPORATION 
MR. ROD J. MACLEOD 
P.O. BOX 485 
DEADWOOD, SD 57732

Bondar-Clcgg & Company Ltd. 

130 Pemberton Avenue 
North Vancouver, British Columbia 
V7P 2R5
Tel: (604) 985-0681 
Fax: (604) 985-1071

Invoice : V140056, Page 1

Date : 25-MAR-97
$

Report No: V97-00485.4
Project : NONE GIVEN
Reference:

102 Analyses of Gold (Grav.) at $ 6.66 $ 679.32
Subtotal $ 679.32 $ 679.32

Sample Preparation ** * *■ • T - **> .♦ .... 1
102 Samples of HOMOGENIZING at $ 0.17 $ 17.34
102 Samples of AS RECEIVED at $ 0.00 $ 0.00

Subtotal $ 17.34 $ 17.34

*

t-,

Invoice Total: $ 696.66 U.S.

AH CM mu sr&. (Hoflfb

r o-5/o

Vvy

/*x <S 21 H

*7/•/■ S3 ,

f\T L <77/2 hl&OoS

o>0/0 - (//J

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED



R9 7-9^5 0. 5 . 0.000
R97-995 5 . 10. 0.000
R97-995 10. 15. 0.000
R97-995 1 5 . 20. 0.001
R97-995 20. 25 . 0.000
R97-995 25 . 30 . 0.000
R97-995 30. 35 . 0.000
R97-995 35 . 40 . 0.002
R97-995 40. 45 . 0.001
R97-995 45 . 50 . 0.001
R97-995 50. 55 . 0.001
R97-995 55 . 60 . 0.000
R97-995 60. 65 . 0.000
R97-995 65. 70. 0.005
R97-995 70. 75 . -0.001
R97-995 75 . 80. 0.000
R97-995 80. 85 . 0.018 —
R97-995 85 . 90. 0.001
R97-995 90. 95. 0.000
R97-995 95 . 100. 0.000
R97-995 100. 105 . 0.001
R97-995 105. 110. 0.000
R97-995 110. 115. 0.003
R97-995 115. 1 20 . 0.000
R97-995 120. 125. -0.001
R97-995 1 25 . 130. -0.001
R97-995 130. 135 . 0.001
R97-995 1 35 . 140. -0.001
R97-995 140. 145. 0.001
R97-995 1 45 . 150. 0.000
R97-995 150. 155. 0.000
R97-995 155. 160. 0.001
R97-995 160. 165. 0.009
R97-995 165. 170. 0.017-----
R97-995 170. 175 . 0.002
R97-995 175. 180. 0.001
R97-995 180. 185 . 0.000
R97-995 185. 190. 0.001
R97-995 190. 195. 0.001
R97-995 195. 200. 0.001
R97-995 200. 205 . 0.001
R97-995 205 . 210. 0.001
R97-995 210. 215. 0.001
R97-995 215 . 220. 0.008
R97-995 220. 225 . 0.002
R97-995 225 . 230. 0.000
R97-995 230. 235 . 0.001
R97-995 235 . 240. 0.001
R97-995 240. 245 . 0.001
R97-995 245. 250. 0.002
R97-995 250. 255 . 0.001
R97-995 255 . 260. 0.001
R97-995 260. 265 . 0.001
R97-995 265 . 270. 0.002
R97-995 270. 275 . 0.001
R97-995 275 . 280 . 0.001
R97-995 280. 285 . 0.001
R97-995 285 . 290. 0.001
R97-995 290. 295. 0.001
R97-995 295 . 300. 0.001
R97-995 300. 305 . 0.001

13m

CAJMa



R97-995 305 . 310. 0.001
R97-995 310. 315 . 0.001
R97-995 315 . 320. 0.001
R97-995 320. 325 . 0.001
R97-995 325 . 330. 0.000
R97-995 330. 335 . 0.000
R97-995 335 . 340. 0.004
R97-995 340. 345 . 0.004
R97-995 345 . 350. 0.002
R97-995 350. 355 . 0.001
R97-995 355 . 360. 0.000
R97-995 360. 365 . 0.001
R97-995 365 . 370. 0.000
R97-995 370. 375 . 0.002
R97-995 375 . 380. 0.002
R97-995 380. 385 . 0.001
R97-995 385 . 390. 0.001
R97-995 390. 395 . 0.002
R97-995 395 . 400 . 0.010 -
R97-995 400. 405 . 0.002
R97-995 405. 410. 0.000
R97-995 410. 415 . 0.003
R97-995 415 . 420. 0.007
R97-995 420. 425 . 0.009
R97-995 425 . 430. 0.011 -
R97-995 430. 435 . 0.003
R97-995 435. 440. 0.011 -
R97-995 440. 445 . 0.004
R97-995 445 . 450. 0.002
R97-995 450. 455 . 0.008
R97-995 455 . 460. 0.003
R97-995
R97-995

460. 
465 .

465 . 
470.

0.023? ,
0.015) l° 9. 0(°l

R97-995 470. 475 . 0.001 ' 4(*o ' HI. 0

R97-995 475 . 480. 0.002
R97-995 480. 485 . -0.003
R97-995 485 . 490. 0.000
R97-995 490. 495 . 0.000
R97-995 495 . 500. 0.000
R97-995 500. 505 . 0.001
R97-995 505 . 510. 0.000



LAQ

B.H. SULF
5 0.0400

10 0.0266
15 0.2316
20 0.2088
25 0.1093
30 0.0365
35 0.0260
40 0.0953
45 0.4806
50 0.3473
55 0.3584
60 0.4552
65 0.2605
70 0.1579
75 0.1121
80 0.0725
85 0.9226
90 0.8953
95 0.0683

100 0.0884
105 0.1140
110 0.5029
115 1.3441
120 0.9492
125 0.7932
130 0.3958
135 0.6209
140 0.4864
145 0.5092
150 0.1635
155 0.2990
160 0.2728
165 0.9383
170 1.1039
175 0.4802
180 0.4946
185 0.3353
190 0.5879
195 0.8102
200 0.3255
205 0.2432
210 0.2945
215 0.3656
220 0.4007
225 0.1818
230 0.1735
235 0.6036
240 0.9223
245 0.2079
250 0.8216
255 0.7508
260 0.7572
265 0.6679
270 0.8651
275 1.0157
280 1.5346
285 1.2069
9csn n Q 5 9 7

R97-995



295 0.6650
300 0.3933
3 05^. 0.4160
'310 0.6346
315 0.6151
320 1.2047
325 0.2499
330 0.5969
335 0.5998
340 1.9506
345 1.0287
350 0.8207
355 0.5610
360 0.8156
365 0.4327
370 0.4776
375 0.4869
380 1.0634
385 0.6967
390 0.5475
395 0.4635
400 3.3847
405 1.0888
410 0.4395
415 1.0810
420 2.8145
425 4.0078
430 4.8831
435 0.3394
440 0.5895
445 0.4896
450 0.2294
455 0.8344
460 0.3857
465 3.2252
470 3.2091
475 0.3067
480 1.0179
485 5.5531
490 1.7070
495 0.9542
500 1.4368
505 2.4724
510 0.4540



Inchcape Testing Services 
Bondar Clegg SUBMITTAL FORM

Company___

Project______________

Submitted by________

Special Instructions: __

Client No. 

P.O. No.

Quote No.

' / ^___ /? » k-n f. C Rush Au service
at 1 1/2 times list price

Date Required

Please Analyze By: ppAssay (%Ore Grade) [H Geochemical (ppm, Trace Level)

Enter Code or Method Description Check Multi-Element Package

Sample
Type

No. of 
Sample

Sample Numbers Prep Au Au 
+ 8

Au 
+ 9H

Au 
+ 9P

Au 
+ 34

Au
+ 34T

Au 
+ 35

Whole
Rock

Other

/r>Z SoS -Stc

s’

v .

Payment Responsiblity / Report

Invoice | AVJ i
Hard Copy Via Mail (4 Name: \ t> ft ///At1' L O

Fax Copy [jT 'TX. ~Z> A.)
m i ini Ti I. (J| r i/Address: r'O ^c/ 2

computer Disk city / State / Prov. . J , ^7132.

31/2 □ y ■ ':
5 1/4D jbV.^o-S-S7S'Zt^7 Fax:4^S-573'l?o9

Format

Additional Report Distribution

Hard Copy Via Mail [J] 1. N3IT16!
Fax Copy [_

MftrtamTranefor I-- 1 AddTGSS!

computer Disk

3 1/2 □ 3
51/4D Tel: Fax:

Format

Hard Copy Via Mail Q 2. Nam©!
Fax Copy Q

Computer Disk

3 1/2 □ y
51/4D Tel: Fax:

Format------------------------

Shipping Information:

Shipment No:_______________

No. of Pcs.: /O Z-

Date Sent:________ >____ 1___

Waybill/Carrier: UP5

No. of Samples: /0 2—
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07/03/97TITLE 17-03-97 12:22:01 V97-00485.4 UNKNOWN 
CLIENT BROHM MINING CORPORATION 
PROJECT NONE GIVEN #SAMPLES: 102
SPECIAL VALUES

IS Insufficient Sample 
-9 No Value Recorded

Values above the upper limit are shown as +uplimt
Values below the lower limit are shown as -lolmt (ie not detected)

DETERMINATIONS
ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS

01 AuGrav FA EB0 OPT 101 0.005 916.61 Preliminary results
SAMPLE PREPS

40 SAMPLE TYPE=P PREPARED PULP
41 PP7= 102 HOMOGENIZING
42 PA1= 102 AS RECEIVED

★ ★ ★ ★

FORMAT (IX,A8,3X,A1,3X, Al,3X,A20,IX,1(1X,A7 ,2X,Al,IX))
BEGIN Type Frac Sample ID AuGrav
04850001 P 4 R97-995 0-5 0.000
04850002 P 4 R97-995 5-10 0.000
04850003 P 4 R97-995 10-15 0.000
04850004 P 4 R97-995 15-20 0.000
04850005 P 4 R97-995 20-25 0.000
04850006 P 4 R97-995 25-30 0.000
04850007 P 4 R97-995 30-35 0,000
04850008 P 4 R97-995 35-40 0.008
04850009 P 4 R97-995 40-45 0.000
04850010 P 4 R97-995 45-50 0.000
04850011 P 4 R97-995 50-55 0.000
04850013 P 4 R97-995 55-60 0.000
04850014 P 4 R97-995 60-65 0.000
04850015 P 4 R97-995 65-70 0.007
04850016 P 4 R97-995 70-75 0.000
04850017 P 4 R97-995 75-80 0.000
04850018 P 4 R97-995 80-85 0.018 -
04850019 P 4 R97-995 85-90 0.000
04850020 P 4 R97-995 90-95 0.000
04850021 P 4 R97-995 95-100 0.000
04850022 P 4 R97-995 100-105 0.000
04850023 P 4 R97-995 105-110 0.000
04850024 P 4 R97-995 110-115 0.046'
04850025 P 4 R97-995 115-120 0.007
04850026 P 4 R97-995 120-125 0.000
04850027 P 4 R97-995 125-130 0.000
04850028 P 4 R97-995 130-135 0.000
04850029 P 4 R97-995 135-140 0.000
04850030 P 4 R97-995 140-145 0.000
04850031 P 4 R97-995 145-150 0.000
04850032 P 4 R97-995 150-155 0.000
04850033 P 4 R97-995 155-160 0.000
04850034 P 4 R97-995 160-165 0.012?

04850035 P 4 R97-995 165-170 0.016J
04850037 P 4 R97-995 170-175 0.000
04850038 P 4 R97-995 175-180 0.000
04850039 P 4 R97-995 180-185 0.000
04850040 P 4 R97-995 185-190 0.000
04850041 P 4 R97-995 190-195 0.000
04850042 P 4 R97-995 195-200 0.000
04850043 P 4 R97-995 200-205 0.000
04850044 P 4 R97-995 205-210 0.000



04850045 P 4 R97-
04850046 P 4 R97-
04850047 P 4 R97-
04850048 P 4 R97-
04850049 P 4 R97-
04850050 P 4 R97-
04850051 P 4 R97-
04850052 P 4 R97-
04850053 P 4 R97 -
04850054 P 4 R97-
04850055 P 4 R97-
04850056 P 4 R97-
04850057 P 4 R97-
04850058 P 4 R97-
04850059 P 4 R97-
04850061 P 4 R97-
04850062 P 4 R97-
04850063 P 4 R97-
04850064 P 4 R97-
04850065 P 4 R97 -
04850066 P 4 R97-
04850067 P 4 R97-
04850068 P 4 R97-
04850069 P 4 R97-
04850070 P 4 R97-
04850071 P 4 R97-
04850072 P 4 R97-
04850073 P 4 R97 -
04850074 P 4 R97-
04850075 P 4 R97-
04850076 P 4 R97-
04850077 P 4 R97 -
04850078 P 4 R97-
04850079 P 4 R97 -
04850080 P 4 R97-
04850081 P 4 R97 -
04850082 P 4 R97-
04850083 P 4 R97-
04850085 P 4 R97-
04850086 P 4 R97-
04850087 P 4 R97-
04850088 P 4 R97-
04850089 P 4 R97-
04850090 P 4 R97 -
04850091 P 4 R97-
04850092 P 4 R97-
04850093 P 4 R97-
04850094 P 4 R97-
04850095 P 4 R97-
04850096 P 4 R97-
04850097 P 4 R97-
04850098 P 4 R97-
04850099 P 4 R97-
04850100 P 4 R97-
04850101 P 4 R97-
04850102 P 4 R97-
04850103 P 4 R97-
04850104 P 4 R97-
04850105 P 4 R97-
04850106 P 4 R97-

210-215 0.000
215-220 0.000
220-225 0.000
225-230 0.000
230-235 0.000
235-240 0.000
240-245 0.000
245-250 0.000
250-255 0.000
255-260 0.000
260-265 0.000
265-270 0.000
270-275 0.000
275-280 0.000
280-285 0.000
285-290 0.000
290-295 0.000
295-300 0.000
300-305 0.000
305-310 0.000
310-315 0.000
315-320 0.000
320-325 0.000
325-330 0.000
330-335 0.008
335-340 0.007
340-345 0.019
345-350 0.000
350-355 0.000
355-360 0.000
360-365 0.000
365-370 0.000
370-375 0.000
375-380 0.000
380-385 0.000
385-390 0.000
390-395 0.000
395-400 0.000
400-405 0.000
405-410 0.000
410-415 0.000
415-420 0.000
420-425 0.000
425-430 0.000
430-435 0.000
435-440 0.000
440-445 0.000
445-450 0.000
450-455 0.000
455-460 0.000
460-465 0.034
465-470 0.021
470-475 0.000
475-480 0.000
480-485 0.000
485-490 0.000
490-495 0.000
495-500 0.000
500-505 0.000
505-510 0.000

995
995
995
995
995
995
995
995
995
995
995
995
995
995
995
995
995
995
995
995
995
995
995
995
995
995
995
995
995
995
995
995
995
995
995
995
995
995
995
995
995
995
995
995
995
995
995
995
995
995
995
995
995
995
995
995
995
995
995
995


